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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
3190 George Washington Way, MSIN H9-02
Richland, WA 99352

REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

DA TA
CHEM
LASaATOMCMIm.

11/9/05
age I of6

NOV 2005

J10F42 through 310F81
Not Available
119-N Asbestos/I 19-NA Asbestos/1 81-NC Asbestos/I 313-N Asbestos
Bulk
EPA-600/R-93/116
05-A-6085
05-38723 through 05-38747
11/3/05
11/9/05

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fulne hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

a Marie Ristich
Reviewer

Shawn Smythe
Analyst

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE
4380 GLENDALE-MILFORD ROAO
CINCINNATI, OHIO 45242-3705
513 733-5336 FAX 513 733-5347

WEST COAST OFFICE
11 SANTA YORMA COURT
NOVATO, CALIFORNIA 94945
800 280-8071, FAX 415 893-9469

Po.-OCuL



11/9/05

DataChemn Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-N Asbestos

Set ID: 05-A-6085

Client Sample ID: 110F42 J10F43 JI0F44 J10F45 JI10F46
DCL Sample ID: 05-38723 05-38724 05-38725 05-38726 05-38727
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Homog. Heterog. Homog.

Inseparable Inseparable
Color: Yellow/Grey Yellow/Grey Yellow/Grey Grey Grey
Texture: Fibrous Fibrous Fibrous Crmby/Fbrs Pwdry/Fbrs
Description: Insulation Insulation Insulation Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >3 S 5
% Amosite: >10 20
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND >13s 25
Other Materials
% Cellulose:
% Fiberglass: >605 70 >605 70 >90 100 >30 g40
% Other Fibers: >10 520 >10!520 >10 g20

% Resin/Binder:
% Non Fibrous: >5 10 >55 s10 >3 s 5 >30 s40 >70 80

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P.O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
". If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 2 of 6
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11/9/05
DataChew Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-NAsbestos

Set ID: 05-A-6085

Client Sample ID: JI10F47 J10F48 J10F49 JIOF50 JI0F51
DCL Sample ID: 05-38728 05-38729 05-38730 05-38731 05-38732
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Heterog. Homog. Homog. Homog. Layered

Inseparabe
Color: Yellow/Grey Grey Grey Grey Yellow/Grey
Texture: Fbrs/Crmby Fibrous Fibrous Fibrous Fibrous
Description: Material Insulation Insulation Insulation Insulation
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >1 3 >1:53 >5:s 10
% Fiberglass: >50 60 >805 90 >705 80 >80! 90 >60:s 70
% Other Fibers: >10 520

% Resin/Binder:
% Non Fibrous: >30 s40 >5 s 10 >5!s 10 >5:s 10 >5! s10

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PILM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page3 of6



11/9/05
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-N Asbestos/119-NA Asbestos

Set ID: 05-A-6085

Client Sample D: JIOF52 J10F53 J10F54 J10F60 JIOF61
DCL Sample ID: 05-38733 05-38734 05-38735 05-38736 05-38737
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered

Inseparabe Inseparabe Inseparabe Inseparabe Inseparabe
Color: Yellow/Grey Yellow/Grey Yellow/Tan Yellow/Tan Yellow/Tan
Texture: Fibrous Fibrous Fibrous Fibrous Fibrous
Description: Insulation Insulation Insulation Insulation Insulation
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >3 s 5 >3: s5 >3:s 5
% Fiberglass: >60 70 >60! 70 >80 90 >80 r.90 >80 90
% Other Fibers: >10:!g20 >10:520

% Resin/Binder:
%NonFibrous: >5s10 >5s10 >3s5 >355 >3s5

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 4 of 6



11/9/05
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 119-NA Asbestos/181-NC Asbestos/1313-N Asbestos

Set ID: 05-A-6085

Client Sample ID: JI0F62 J10F70 J10F71 J10F72 J10F76
DCL Sample ID: 05-38738 05-38739 05-38740 05-38741 05-38742
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Layered Homog.

Inseparable
Color: Yellow Yellow Yellow Yllw/Blk/Tan Yellow
Texture: Fibrous Fibrous Fibrous Fbrs/Resns Fibrous
Description: Insulation Insulation Insulation Insulation Insulation
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >3 5 5
% Fiberglass: >90 100 >90 100 >90 100 >60S 70 >90: s100
% Other Fibers:

% Resin/Binder: >5: 10
% Non Fibrous: >3: s5 >35 5 >3 s 5 >10s20 >3 s 5

ND=NoneDetected Trace=<l%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
". If the asbestos content is estimated to be less than 10% bya method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 5 of6



11/9/05
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 1313-N Asbestos

Set ID: 05-A-6085

Client Sample ID: J10F77 J10F78 J10F79 JIOF80 JIOF81
DCL Sample ID: 05-38743 05-38744 05-38745 05-38746 05-38747
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Yellow Yellow Yellow Yellow Yellow
Texture: Fibrous Fibrous Fibrous Fibrous Fibrous
Description: Insulation Insulation Insulation Insulation Insulation
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose:
% Fiberglass: >90 5 100 >90.5 100 >90:s 100 >90:5 100 >90:5 100
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >35 s5 >3: 5 >3 s 5 >3 5 >3!s5

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 6 of 6



Wshington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-006-022 P.f I or 4
201ecter COmy Contact Telenbone No. Prolect Coordinator

AM Hm_ _ __ __ _ __d_ _ ve Shea 373-2267 KESSNER, JH Price Cede 9K Data T-rnarmad
Prolect Desizoadiom Samoulint Loation SAF No. 7 DaysI00-N Ancillary Facilities & 190-DR Other Solid Sarpn f IF9-N Asbestos RC-006 y
lee Chest No. FZeeld Lwebook No. COA Iehdo Simn

E LM 
e516 

-7 
e d f S ipt

I Fed Fix

Shinned To Offite Prouertv No. Bill of LudiwJAir BI No.
Datahem Laborstouies - Cincinnati O (O Of , =3

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbegios Preaervadou

SpeciW Handing and/or Storage Type of Cotiner G_

N...f CltimerQs)

Volume

SAMPLE ANALYSIS

lENo. Matrix * Sample Date Sample Time

J10F42 3 OTHER SOLID //-/- a /--
JIOF43 OTHER SOLID / O/ F &,4 1a, -ne -

JlGF44 3 OTHER SOK) -z/-

£ JIF45 8 OTHER SOUD A- -O() I c ;kw Ff,'51M
J10F46 OTHER SOLID //-/- 5 //00

CHAIN OF POSSESSION Sign/Print Narmes SPECIAL INSTItUCTIONS Main
ci wished By/k ved f Receved By/Sownd i .tt/Tin

Dice, r 2&3 i-t/i

NWT-o D ie V Dote/imeA-i

el B -o Dt-/Tune Recie /lr &D>-Dl.M kpe

RelNuishzd By/Rkmmved DaerrTwm eceived -y/l d Da unM

Rdlinquish 4y/Remrwed Frwm Da.9ue Rceived BySbbvd InDteTn

R equkshed By/Remved Frmm Date/Timc Receied ByWSlted In Dalc/Timz

LABORASTOR u Received By Tide Date/Time

FINAL SAMPL E Dips Mthd Dpsed ByD
DISPOSITION

BHI-EE-011I (OWW9O205)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-COG-O22 aw Z of A
Collector Comnav Contaet Teleibone No, Proet Coordinator

AM Hood Dave Shea 373-2267 KESSNER, 11 Price Code 9K Data Tomamrunt

roiect matimn Samillu Location SAFN. Air 7Days100-N Ancillary Facilities & 190-DR Other Solid Sampling f 119-N Asbestos RC-006

Ice Chest No. Field Lobook No. COA Methodo ShipmentFeS Or BOX EL-1516-7 2 "'| Fed Ex

Shiused TO Offste Proprv N. BUl of Lvdims/AIr Bill No.
-DaWahem Laboratownes - CincinnatiA0 00.5PC
POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos N.

Special Handling and/or Storage Type of 
-ontiwr

Ne.ofContalers)

BILK-EPA

SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sanwle Them -

J1OF47 OTHER SOLID //-!-o 7-

J10F48 5OTHER SOLID i /- / -o
JIOF49 0 OT HE R SOLID //-/-pnr

JI0F50 OTHER SOLID i/-/-O

JlOF51 OTHER SOLID //-/t-o i3 Up ---

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix
- Dwte/tm'c vrd BySfd In i

B 7 - A ; S -
Re .Byfan Frova D.&'&B .n

- ~rw .AO.w
977~~~~~~~ -f 7- t1W/5 LWa-r/0

FD/Reced By/SrdIn D/A-T

Re Ay FI. Dato/Tine Reervd By/S 1.d re/Tn

Rehinqvished By/Removd Fr Dace/T.m cvd By/S6re 1; D.Wre Tna

ReliMqaishcd By/Renoved Fomi Daterimr R~evcd By/Sbored In D. rin,

LABORATORY ReCtnied By Ttle Datefl
SECTION /c/ nit

FiNAL SAMPLE Disposal Method Diposed By Damc
DISPOSITION

BHI-EE-011 (08/29/2005)

0



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REUEIST RC406-O22 Pae i or 
Colmector Covfmy Cootuet Teleohome N. Projeet Coordinater

AM Hood/ .5;o We lpi Dave She@ 373-2267 KESSNER, JH Price Code 9K Data Turnaround

Proiect Desriatiom Sa1-olinz L4Ksfim SAF NQ. 7 Days00-N Ancillary Facilities & 190-DR Other Solid Sampling f 119-N Asbletos RC-006

IF Cest N. Field Losbook No. OA Method of Shinmel
EL-1516-7 1 3 qO Fed Ex

SMmmed To Otfalt Froocily No. A 'coDilof LadbJAir Dill No. Sr os -
DatChe Laboratones - Cincinniti A rr No- f /r

POSSIBLE SAMPLE HAZARDS/REMARICS

AsbestosPreservation

Spedx Hw~ing m/or tampType of Container /
Special Handfleg aud/or Storage _- _--

N.. ofCoutainer(s)

Volume

BULX-EPA
SAMPLE ANALYSIS

Sampl N.. Matrix *Sampe Date SamnplenTme -

J10F52 OTHER SOLID 7 -1

J 73 OTHER SOUD 06- 0

JIF4 UIOTHER SOID /- c-_
-d+tO" OTHER SOID

OTHER SOUD
CHAIN OF POSSESSION Siga/Print Names SPECIAL INSTRUCrJONS Mauix

i B D'Trn J Received MyatStrd In DanrO nc( xtic,' 2A- U/110o( &4w( -s

R bed B oyved From Dateiri BDa c

"tished Fro Datedhnm Received ? Z In Date-rnmz -los £.DcG|Oo 1

Rehrquidhed ByRemoved From Datetuir Received By/Sawed ia Dawqi-

Reinmqusd By/Rtenuved Fron Received BySrd Ir DatqT

Relinqumied By/Remtved From Date/ritne accived BytSimed In Daterrinz

LABORATORY Receivd By Tid0e D8e/u/05
SECTION1.V/I- /C

FINAL SAMPLE DisP-sa MedhOd Dosp-sd By DmteiTume
DISPOSITION

OHI-EE-011 (0&/29/-2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC406-023 Pae i .r 2
Collector Comuamv Cotact Telehogoe No. Project Coordinator

AM Hood Dave She. 373-2267 KESSNER, 1H Price Code 9K Data TurIaround
Proket Desimntion Samolisb Location SAF No. Ai Quality 0 7 DaysI 00-N Ancillwy Facilities & 190-DR Other Solid Sampling r 119-NA Asbestos RC-006
Ice Chest No. .- Field Lotbook NO. COA it I i N Method of Shipmeat

1 XEL-516-7 Fed Ex

Shisoed To Ollite Property No. Bill of Ladim./Air Wili No.
DatwChem Laborakories -Cincinnati 17-- (Co2 e ID zfe

POSSIBLE SAMPLE HAZARDS/REMAEIS
Asbestos Preservation

Special Handing and/or Stoera Type of Cooto-er

No. of Csntniers)

Volmme

Asbamm
UL.K-EPA

SAMPLE ANALYSIS

SyNo. Matrix Sonple Date Sample Time 3
J10F60 -73( OTHER SO iD 70 jt
J10F61 3 - OTHER SOLID .r- f I -?

, J10F62 OTHER SOLID IIJOS 1114;
....4 3--- OTHER SOLID

..J0;- OTHER SOLID
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix

- By 1ed ime I5 Received By/Skaed In Da549

s - s . &n17 0 M - 't iz 'N 't uoi3
chq..ed BA FA. I Baal D -7- j vd B Diifru -Slofl
?z7 (Zt 2- (112L01r noe W

B/hT mm Received By/Stored In DtrW

Ret 'ihd By/]Reiovd Frm Received By/Stored in Dam/Tinm T-Te a
Wi-wip

Reliquished By/Remved Frm Dafaterini Received Byistored In DaVrr -*

Relinquished By/Removed Frum DaLe/ ime cceived By/Stored In DateoTie

LABORATORY Received y Title Daft/ine
SECTION

FINAL SAMPLE DispOsni Method Disposed By Daoeervm
DISPOSITION

BOI-EE-011 (05/29/2005)



Washineton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-066024EhEIIoi
reollectr Comanm Contact Telenoome No. Proiect Coordinator

AM Hood Dave Shea 373-2.267 KESSNER IR Prke Catde 9K D-ta Tur-around
Proiect Desftation Saacilha Loatimn SAFNt. Air uul 7 Days
-I 0-N Ancillary Facrilities & 190-DRt ONthe Solid Samplinfg f : 181-NC Asbcstos RC-MAr ultyF 7D y

Ice Chest No. Fild Loebook No. COAMethod of ShiumeutF-eA F-Y &Y ~~ r4516-7 Fed Ex
Shied To fite Pronert, No. A Bill of Ladim/AIr Bill No.
__DataCtem Labormtmnes - Cincinnati o Z)Sfo ed at.,
POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos l"t

Special Handling 2nd/or Storage Type.f Combiner
No. rfContaimer(s) 

11
Volume

BV"K-EPA
SAMPLE ANALYSIS

Sample No. Matrix *Satmic Date Sampk- Time 3o73g~ '

.JlOF70 93 OTHER SOUID j_ L I,--)
J10F71 ")Q OTHER SOLID 0 C>C
JIOF72 OTHER SOLID t o A

* JiOF I OTHER SOUD

A1"AI OTHER SOLID

CH AIN OF POSSESSION Sign/Prit Names SPECIAL INSTRUCTIONS Matrix
Rjqi0 y/R Datd/ T 'cie~/undnDtrr=/fr

S ' 72> ZZPs-it/1-41
Jteln By/Remo F;m Dateffirm B n Date7wT

R ihd rr Dt/ie ~ cevdBytStored In Datesbin

Rd' qushed By/Rem 7 FrNom Dat/Te Received By/S oe In Dateffirm A-AT

Reimisbed Bfy/Remwv From Ditemie Received By/Skrd n Dawrl-m TT-

55-San

ltelinumshed HyfRemoved Fromn Daterritne r eceved By/Skved In Dattrrinfi

H- w

LABORATORY Received By Title Daterrunm
SECTION

'FINAL SAMPLE iposd MeFhOd ' tispd By DaterBimTe
I TDISPOSITION

BHI-EE-01 1 (08/29/2005)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006425 N I or z
Coletor Comnmur Cent"I Tulehane No. Prmede Coordinator

AM Hood Dave Shea 373-2267 KESSNER- Pr% Code 9K Data Turnamud

ProLect D natiom SOUE DAado. SAF No. 7 Days100-N Ancillary Facilities & 190-DR Other Solid SanWling f 1313-N Asbestos RC-006 Air QuaUty L]
lee Chest No. -Fkd Loebook N. COA Method of Shinment

.. EL-1516-7 i Fed Ex

Shined To Offiite Pronerty No. Bill of LadimeAir Bill No.
DataChem Laboratories - Cincinnati 4 ad 00 5 c 2 t

POSSIBLE SAMPLE HAZARDSmEMARIS

AsmAs Presmtion

Special Handling 2ad/or Storge Ty fCoutaler alp
No. of Contalmer(s)

ValeAzb lg

BU-EPA
SAMPLE ANALYSIS

Sarple No- Matrix * Sample Date Sanple Tirme

JIOF76 . OTHER SOUD

J1OF77 3 7C(3 OTHER SOLID It
J10F78 - 4 OTHER SOLID 1 Jo .L ;
J10F79 3 17t(S OTHER SOLID LQI74IZI
J10F80 -74f OTHERSOLD LeLLLLI II.,Iz

CHAIN OF POSSESSION Sigim/Print Names SPECIAL INSTIUCTIONS matrix
R hed y/R B/Sired I

is ByIR Frn SMi
4 4 tAtC/eb W*W

DqushedIy tDa Te ecnsved By/Stoed In DaterrneA
2. a 106 F- S &3C6r mS--3s

R ixdse y/eo Fn ~ acredB/loe aDawjermn T-r

Reinqisied By/Rmroved Froms Daternm Received By/Sawed n Daterrim

Rclaquished By/Rernoved From DalefTirme Reived By/SkoRcd In Datc/rmz

LABORATOR Y Received By Tidle Dal/Tiw

FINAL SAMPLE Disposal Mel" Dspd By Dame

BHI-EE-01 (08/29/2005)
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-006-025 P1 1 o a
Follettor Coman Ce et Teleoh me No. Prolect Coordinslor

AM Hood Dave Shea 373-2267 KESSNER. JH jI Code 9K Data Turuareand

iedt Desiufation Samsolat Lotaloe SAF No. 7 Days
100-N Ancillary Facities & 190-DR Other Solid Sampling f i 1313-N Asbestos RC-006

lee Chest No. Fithd LoEbook No. %A Method of Shipmeat
0 EL-1516-7 LJ PdEx

Shisaed To Olfite Propertv No. 3il of Ladi/eJAir il No.
__ Dab&-hem Laboratories - Cincirmati 74 O>CC
POSSIBLE SAMPLE KAZARJDSIEMARS-

Asbenos Pm Mo.

Special Handling and/or Storage TypeofComtaner -

No. of Coutiiner(s)

Volume 5g

RULi-PA
SAMPLE ANALYSIS

SaMle No. Matrix Sanple Date Sample Time T,

JIOF81 3 -~ OTHER SOLID 10 .- IjE 1 -

ALUW;1"0 OTHER SOLID

OTHER SOLID

OTHER SOLID

CHAIN OF POSSESSION Siga/PrIut Names SPECIAL INSTRUCTMONS Matnx
-p tu Dmrrire Received By/Stred In Daterm 2S

J~ ot I2~ A 1tt SE-.Sm

B)ReV dFromt DSW'te R B on :s.s

9 m .. 24 j boo -re b e n:
From Received By/SWd In Dala/ina A-A.

Rehruqutsed By/Renmied rum a/Tite RcivedB/Sflr4E Date/Tane 7r

ainsushd mved From Date/Tn Rcived By/Sti I. Date/nVwe

r-.or.

Reluquished By/Removed From Dat/Timied By/Stored In Date/Time

LABORATORy Received By Tioe Dat0/r2me

SECTON y/Y/45 / Ie-/ Z
FINAL SAMPLE D4sp521 Method DIspse By Daterrimle

DISPOSITION

B3HI-EE-WI (OBO2W200)

F


